Innovative Tile and Stone \l D E S I G N D E C QR decorative tiles

Installation Systems

SPECIFICATION
This =g
dry areas.

ion covers the installation of Design Décor Mirror Tiles in interior wet areas and

NOTE TO SPECIFIER

Glass tiles, mertars, and grouts do not provide a completely waterproof barrier. Detail and specify
LATICRETE® Hydro Ban or LATICRETE 9235 Waterproofing Membrane in all wet areas and over ex ing
cks (= 1/8" or 3mm) in the substrate. & LATICRETE "System" approach to

230

omprehensive 10 year warranty (Reference LATICRETE DS 230.12).

non-structural, hairline cra

installation is covered by a

MATERIALS
Tiles: Design Dédcor Mirror Tiles as manufactured by DEWN Inc.; 941 Oak Street; Elkhart, IN d46514;
Toll Free Phone: (800) 255-0829; Web site: www.designdecormirrortile.com.

Thick bed mortar for leveling and pit ing substrates shall be LATICRETE 226 Thick Bed Mortar
mixed with LATICRETE 3701 Mortar Admix. Scund and Crack Isolation Mat shall be LATICRETE 170 Scund
& Crack Isolaticn Mat. Waterproofi f'i-'_.] Crack Suppression Membrane shall be LATICRETE Hydro Ban or

LATICRETE 9235 raoofing Membrane Thin bed mortar for installing Mirror Tiles shall be
[-5._[ RETE 254 P Epoxy thin h-=-.". mortar for installing iles to clean, rigid 1
es be LATAPOXY" 300 iv Polymer £ be LAT

stain resist

[For joint widths 16" to "™ (1.5 mm

ify LATICRETE Dcc--a_d_m' PRO Grout. Tile installation thn_;nl= uraIl be supplied solely b
LATICRETE Internaticnal, Inc.; Bethany, CT; USA Telephone: 1 (203) 393-0010; Fax: 1 (203) 333 1534
E-mail: tachnlcalserVJ,ces@lat1crete.r:a.m; Website: www.laticrete.com.

PREPARATIONS

ictor shall examine substrates and advise the

reguire
remowve
be rem
sktas

ompounds, sealers, e .
nead-blasting, grit wheel
quivalent methods of mechanical scarifying. After

compoundas

or _f_uJ.-:_:.... |J.J.J. rough, unewven within

1/8" in 10* (3 mm in 3 m) and
mixed with LATICRETE 3701 Mort:

washed and excess water remow

water

membranes, and mortars.

EXPANSION AND CONTROL JOINTS

Existing joints in subsurface must be carried through t
rchitectural details. Expansion joints shall be inst:

such as perimeter walls, curbs; columns, corners, etc. Expansion joints shall be installed at all

"changes of plana"

he tile work and shall conform to

ed where tile abuts restraining surfaces,

the tile work. Refer to Tile Council of North Aamerica (TCHNA) Detail EJ-171

{Current Year) for ilustry recommendations

INSTALLETION OF WATERPROOFING END ENTI*FRRCTURE MEMERANE

1 ire tile is installed. Instal

waterproofing membrane in all wet ar

ne over all hairline cracks (= 1/8B" or

in substrates prior to installing tile.

MIXING

Mix according to

enough to wet

15 included with each product package. Mix only long







